TRSP.34 , Frangible Sign Post Breakaway Devices

Qualification Requests

The information that is sent in with the request must show that the material is in
compliance with the material requirements.

Qualification Samples

The requirements for the information that is received for QPL prequalification are

as follows.

The producer will submit a packet showing the product

¢ Meets the Buy America requirements found in the Standard Specifications for
Road and Bridge Construction subsection 106.09, the Supplemental
specifications to Montana Standard Specifications subsection 106.09.

¢ A letter from Montana Department of Transportation (MDT) stating that the
product meets MDT’s requirements .

Material Requirements

Requirements for the product may be found in the Special Provisions subsection
TRSP.34 or contract Special Provisions. Requirements for the steel used may be
found in the Standard Specifications for Road and Bridge Construction
subsection 106.09, the Supplemental specifications to Montana Standard
Specifications subsection 106.09.
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